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S.No. Product /  
Material of Test 

Specific Test Performed  Test Method Specification 
against which tests are 
performed 

Range of Testing / 
Limits of Detection 

     
 

 

 

1.  WELDMENTS IN 

STEEL PLATES 

 

X-Ray Radiography 

 

IS:1182-1983 

(Reaffirmed 2010), 

IS : 2595-2008, 

ASTM / ASME, 

IS: 13805-2004 

5 mm to 40 mm  

of steel thickness 

     

2.  BUTT WELDS  

IN FERRITIC 

STEEL & STEEL 

PLATES 

 

Ultrasonic Testing 

(Contact Method) 

 

 

 

IS : 3664-1981 

(Reaffirmed 2008), 

IS : 4225-2004 

(Reaffirmed 2010), 

IS : 4260-2004, 

IS : 12666-1988, 

IS : 13805-2004, 

ASTM / ASME 

 

10 mm to 60 mm 

3.  HARDENED 

CONCRETE 

Rebound Hammer  IS : 1331 (Part 2) : 1992, RA 2008 

 

1 to 80 N/mm
2
  

  Flexural Strength IS : 516 : 1959, RA 2008, Amd. 2 1 to 10 N/mm
2
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