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S.No. Product /  
Material of Test 

Specific Test Performed  Test Method Specification 
against which tests are 
performed 

Range of Testing / 
Limits of Detection 
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I. METALS AND ALLOYS 

 

 

1.  Steel wire used for 

construction of 

Aluminium 

Conductors for 

transmission 

purpose  

Carbon IS 228 (Part-1)- 1987 

 

0.05% to 2.5% 

 Manganese IS 228 (Part-2)- 1987 

 

0.1% to 2.0% 

 Phosphorus IS 228 (Part-3)- 1987 

 

0.01% to 0.5% 

  Sulphur IS 228 (Part-9)- 1987 

 

0.01% to 0.25% 

  Silicon IS 228 (Part-8)- 1987 0.5% to 1% 
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